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CHANGE LETTER

MATERIALS TESTING MANUAL CHANGE LETTER NO. 2
SUBJ.ECT: Table of Contents, Arizona Test Methods 104b, DATE OF ISSUE: February 1983
2018, 2124; 233b, 240, 241; 242; 410a; 415, 701; 719
815a, 8l7a, 825 and Section 900. Cover sheets for

Sections 600, 700 and 800. ASTM Test Methods C 25, EFFECTIVE DATE: February 1983
C 110 & D 1850.

AASHTO Test Methods T 246 & T 247.
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"Sampling Bituminous Mixtures"

Changed Section 2.

"Dry Preparation and the Sieving of Coarse and Fine Graded Soils
and Aggregates"

Changed entire procedure except Sections 6,
7, and 10,

"Percentage of Crushed Particles in Cover Material or Mineral
Aggregate"

Changed title and Sections 1, 3, and 6.
"Flakiness Index of Aggregate"
Changed all sections and fLigures.

"Sieve Analysis and Separation of Salvaged AC Pavement
Particles for Recycled Asphaltic Concrete"

New test which is added.

"Compressive Strength of Molded Cement Treated Base or
Soil Cement Specimens"

New test which is added,
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